Natural Derived Analysis
Natural Dyed Fabric

Fabric Info Natural Derived Marker Compounds (mg/kg)
Fabric Code GWNTO0009 Alzarin 3041
Composition Nylon 24% Purpurin 0.1

Tencel 76%
Ellagic acid 0.2

Dyestuff Madder

HPLC Chromatogram of Natural Dyestuff
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